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Abstract: This article reports effect of photoelectrochemical photocurrent switching on anodized
titanium dioxide which was observed for the first time for this material. When negatively polarized,
TiO, photoelectrode gave anodic photocurrent under 365 nm irradiation and cathodic one under 405
nm irradiation. We suppose, this phenomenon can be explained by electron pathways provided by
Ti** states occurring in anodized TiO, during annealing. We also demonstrate here effect of anodic
photocurrent increase after photoelectrode surface was modified by (PSS/PEI), Layer-by-layer
assembly. Photoanodic performance is three times higher for TiO,/(PSS/PEI), than for bare TiO,.
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1. INTRODUCTION

Titanium dioxide is one of the most studied
materials. However, it still attracts great
attention of researchers [1, 2]. Due to its
low toxicity, high stability, low cost, and
stable photoactivity, TiO, is considered as a
promising photocatalytic material, which is
already widely used in the development of
solar cells [3], and photocatalysts for water
[4] and air [5] purification.

There 1s high

dioxide as photocatalyst. It exists in several

interest 1in titanium

brookite) and various forms (nanoparticles,
nanotubes [6], nanofibers [7] and nanosheets
[8]) and photocatalytic characteristics are
highly dependent on crystallinity [9], phase
composition, and method of the material
obtaining [10]. The photoelectrochemical
behavior can also be changed by doping
[11] and surface modification [12,
13]. Establish a relationship between
photocatalyst morphology, elemental, and
phase composition is a task of fundamental
importance.

In this paper, we consider highly ordered
arraysof titaniumdioxide nanotubesobtained
by anodic oxidation of titanium plate [14].
When Ti/TiO, is irradiated, an electron-
hole pair formation occurs. Ordered tubular
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nanostructures are characterized by large
active areas and low recombination rates
[5]. Therefore, anodized TiO, nanotubular
arrays are more photocatalytic efficient
compared to disordered forms of titanium
dioxide [14].

that
significant pH-gradient could be obtained

It was recently demonstrated
by local irradiation of the surface of the
TiO, nanotubes. Local radiation of the
planar photoelectrode surface creates a
“conductive point” serving as a photoanode.
The bending of the semiconductor zones
and the Schottky junction at the Ti-TiO,
interface cause spatial separation of charges:
photoexcited holes (/") reach the interface
between titanium tubes and an aqueous
solution. Holes, which are active oxidizing
agents, cause the photolysis of water and
hence trigger the flow of protons from the
illuminated region. Thus, titanium dioxide
nanotubes can be used to trigger local proton
fluxes [15]. At the same time, electrons are
transferred to the Ti-TiO, interface and then
through the metal substrate to the external
circuit. As a result, the anodic photocurrent
is observed.

Thus, the
substrates makes it possible to create a

use of photoconductive
flexible and customizable electrode system
for generating the desired pH gradients.
Changing the polarization allows switching
the activity of the photoconductive electrode
from the photocathodic at negative applied
voltage to the photoanodic at a positive one.
As a result, hydroxide ions or protons may be
produced respectively locally inside irradiated
spots [16].

The effect of the
switching [17] when switching illumination

photocurrent
from ultraviolet to blue was observed in
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nanostructured anodized titanium dioxide
at a fixed potential. This effect has been
previously described for a limited number
of materials, such as bismuth orthovanadate,
lead molybdate, V-VI-VII semiconductors,
and, for example, photoelectrodes made
of nanocrystalline TiO, modified by
cyanoferrate [14, 18] and ruthenium [19]
complexes, thiamine, folic [20] and carminic
[21] acids. For unmodified nanostructured
anodized, this effect is described for the first
time in this work.

Layer-by-layer ~ (LbL)  polyelectrolyte
assembly is a convenient and straightforward
way to modify and functionalize the

surface. This approach is widespread in
the development of functional coatings,
such as anticorrosive and antimicrobial [22,
23]. Recently, it was also shown that LbL
assemblies on the surface of photoelectrodes
could affect their photocatalytic properties
[11]. In particular, it was demonstrated that
photoelectrodes fabricated from a suspension
of TiO, particles coated with sodium
polystyrene sulfonate (PSS) show a higher
efficiency of photocatalytic decomposition
of organic dyes compared to unmodified

particles [24].

2. MATERIALS AND METHODS

Titanium plates with a thickness of 1 mm
and a purity of 99.6% were used. The plates
were etched in a mixture of concentrated
hydrofluoric and nitric acids in a ratio of
1:2. Highly ordered photoactive arrays of
titanium dioxide nanotubes were obtained
by two-stage anodizing of titanium plates
with a platinum counter electrode of the
same area. Ethylene glycol containing 0.75%
NH,F and 2% distilled water was used as an
electrolyte for anodizing. At the first stage,
the titanium anode was polarized in a linear



NANOSYSTEMS

sweep mode with a voltage from 0 to 40 V
and a potential sweep speed of 0.2 V/s. At
the second stage, the same titanium plate was
polarized by applying a constant voltage of
40 V for an hour. The obtained nanotubes
are then treated with ultrasound in ethanol
for 0.5-1 min and annealed at 450°C for 3

hours.

The phase composition of the samples
was studied by X-ray diffraction (XRD)
using CuKo irradiation (1 = 1.5405 A).
Diffractograms were obtained in the range
of 20 from 2 to 60, with a scan rate of 5°/
min.

The morphology of TiO, coatings
was Investigated by Scanning Electron
Microscopy (SEM) using a Hitachi S-4800
microscope (Hitachi High-Technologies Inc.,
Japan). Previously, a carbon layer was sprayed
onto the samples to improve contrast.

Chronoamperometry measurements were
performed in a standard three-electrode cell
filled with 0.05 M NaCl with a photoactive
plate of anodized nanostructured TiO, as
a working electrode, a platinum counter
electrode, and Ag/AgCl reference electrode
using PalmSens4 potentiostat (Netherlands).
Ultraviolet (365 nm) and blue (405 nm) 5
mV/cm? light-emitting diodes were used as
radiation sources. The working surface of
the electrode was 0.2 cm? The dark current
was first recorded at the applied potential,
then the light source was turned on, and the
photocurrent was recorded for 10 minutes.
The data were presented as the dependence
of the current density on time.

Polyelectrolyte layers were deposited
using the classical LbL. approach. Solutions
of polycation - polyethyleneimine (PEI) and
polyanion - polystyrene sulfonate (PSS) were
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dissolved in 0.5 M NaCl solution to obtain
2 mg/ml polymer solutions. Branched PEI
(Mw 70000), 30% aqueous solution, and
PSS (Mw 500000), both Sigma Aldrich, were

used.

Each polyelectrolyte layer was deposited
by

substrate in a solution of the corresponding

immersion of titanium nanotubes
polyelectrolyte. After each immersion, the
sample was rinsed with distilled water. As
a result, the LbL assembly of (PSS/PEI),
architecture was deposited on top of the Ti/
TiO, substrate.

The activity of
nanostructured anodized titanium dioxide

photocatalytic

was also studied using a Scanning Vibrating
Electrode Technique (SVET) using a system
from Applicable Electronics (USA) under
the control of ASET software (Sciencewares,
USA). The SVET method allows one to
visualize the distribution of anodic and
cathodic activity regions by measuring the
electric field in a solution near the surface of
the sample. The potential, AV between two
points at a distance Ar from each other was
measured for these purposes. It is realized
using a vibrating electrode scanning the
surface in SVET.

Pt-Ir microprobe (Microprobe Inc.,
USA) coated with an insulating polymer
and with a spherical platinum black tip
with a diameter of 30 pm was used as a
vibration probe. A piezoelectric generator
set the vibration, the probe oscillation
frequency was 136 Hz, and the amplitude
was 30 um. The probe was located at
the height of 150 pm above the sample.
The measured potential AV was then
recalculated to the local current density
tfollowing a preliminary calibration.
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3. RESULTS AND DISCUSSION

The XRD pattern of anodized titanium
dioxide contains peaks at 25, 38, 48, 54, and
55° 26, which indicates the formation of
an anatase TiO, phase (Fig. 14). Electron
microscopy demonstrates the formation
of highly ordered and vertically arranged
with a pore diameter of
approximately 60-80 nm (Fig. 14).

nanotubes

Highly ordered TiO, nanotubes are
characterized by short charge transfer distance
and small losses during the recombination of
an excited electron-hole pair [14]. Therefore,
titanium nanotubes obtained by titanium
anodization demonstrate greater efficiency
of processes  in
comparison with nonoriented and disordered

forms of TiOZ.

photoelectrochemical

The anatase band gap is 3.2 eV. Thus,
anatase optical absorption is limited by the
ultraviolet region, and this phase of TiO,
exhibits photocatalytic activity only when
irradiated with ultraviolet light (A < 390 nm).
Ultraviolet radiation (A = 365 nm) excites an
electron from the valence band (VB) directly
to the conduction band (CB) of TiO,. Under
conditions of thermodynamic equilibrium
with the electrolyte solution, semiconductor
zones bending occurs. This phenomenon
prevents the injection of electrons into the
solution and forces the electron transfer to

Fig. 1. a) XRD pattern of titanium dioxide obtained by
donble anodic oxidation of titanium, b) SEM micrographs
of the TiO, nanotubes surface obtained by double anodic

oxidation of titanium.
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conducting titanium substrate and then to
the external circuit (Fig. 24).

Weak current flows during anodic
polarization (+0.3 V) of TiO, photoelectrode.
When ultraviolet (365 nm) irradiation is
switched on, a sharp increase in current
and reaching a stable value is observed. A
fast and steady increase/decrease of the
photocurrent value upon switching on/off
irradiation indicates an effective separation
of charges and their low recombination rate

(Fig. 20¢).

During the anatase phase forming
annealing of titanium nanotubes in a non-
oxidizing atmosphere, partial titanium

reduction occurs. As a result, intermediate
T1i** energy levels are formed in the bandgap
of titanium dioxide. These levels create
additional electron transfer pathways [25]
and make titanium nanotubes photoactive in
the visible part of the spectrum, in particular,
when irradiated with blue light (A = 405 nm)
(Fig. 2b). Compared to UV light, the blue one
(A = 405 nm) is characterized by lower energy
and is not able to excite electrons directly to
the conduction band, because the bandgap

is higher than the energy of blue irradiation.
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Fig. 2. Schemes of energy levels (VB - valence band, CB

- conduction band) and electronic transitions in anodized

nanostructured TiO, at a potential of +0.3 1" and when

irradiated a) with ultraviolet light (A = 365 nm), b) with

visible blue light (A = 405 nm), ¢) chronoamperometric

measurements at a potential of +0.3 1 and chopped
irradiation.
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However, an electron excited by blue light
can be trapped by Ti’* levels and transferred
to a conducting titanium substrate (Fig. 20).
When exposed to visible light, the initial
current spike is followed by an exponential
photocurrent fast

decay, suggesting a

recombination process (Fig. 2).

The effect of photocurrent switching
depending on irradiation wavelength is
observed at negative polarization (-0.3 V) in
nanostructured anodized titanium nanotubes.
Depending on the wavelength of irradiation,
an anodic or cathodic photocurrent was
registered in an external circuit. In the case
of negative polarization and ultraviolet
radiation, the excited electron passes into the
conduction band and hence to the conductive
substrate and the external circuit (Fig. 34). As
a result, a positive photocurrent is recorded

(Fig. 30).

The energy levels of Ti’* located in the
bandgap of TiO, capture electrons excited
by visible light with an energy less than the
bandgap. With negative polarization, electron
transfer from this level to the oxidizing agent
in solution (water) is more advantageous. In
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Fig. 3. Schemes of energy levels (V'B - valence band, CB

- conduction band) and electronic transitions in anodized

nanostructured 1i0, at a potential of -0.3 V" and when

irradiated a) with ultraviolet radiation (A = 365 nm), b) visible

blne light (A = 405 nm), ¢) chronoamperometric measurements
at a potential of -0.3 1" and chopped irradiation.
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this case, a negative photocurrent is observed

(Fig. 3¢).

Thus, with the same polarization, the
photoactivity of anodized nanostructured
titanium dioxide can be changed from
cathodic to anodic and vice versa using
radiation with different wavelengths, for
example, ultraviolet and visible blue.

The  possibility the
photocatalytic properties of nanostructured
anodized titanium dioxide by modifying its
surface with polyelectrolyte assemblies was
also investigated. The photoanodic activity
of titanium nanotubes upon irradiation with
a focused light spot (~ 500 pum) of ultraviolet
radiation was studied. Then, a polyelectrolyte
multilayer of (PSS/PEI), (Fig. 4a) was
deposited on top of TiO,, and measurements
were repeated under the same conditions.
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Fig. 4. a) Schematic image of titanium dioxide surface
coated with a polyelectrolyte multilayer of (PSS/PEI),
b)  chronoamperometric of  unmodified
nanostructured anodized titanium dioxide and the same sample
coated with (PSS/ PEIL), polyelectrolyte multilayer nnder and
chopped irradiation, c) map of photoelectrochemical activity
obtained by SVET method in solution over a TiO, sample
irradiated with a focused UV (365 nm, 5 mW/ eni’), d) map
of photoelectrochemical activity obtained by SVET method
in solution over a 150,/ (PSS / PEI), sample irradiated with
a focused UV (365 nm, 5 mW )/ eni’).

measurements
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An dioxide
photoelectrode modified by polyelectrolytes
generates approximately 2.5 times higher

anodized titanium

anodic  photocurrent under ultraviolet

irradiation than unmodified one (Fig, 40).

The anodic and cathodic activity was
mapped in solution over the surface of locally
irradiated TiO, samples using the SVET
technique. It was found thata region of anodic
activity 1s localized inside irradiated spot
on the surface of anodized nanostructured
TiO,. The emerging electric field creates
an ion flux of the order of 100 pA/cm?
(Fig. 4¢). For TiO,/(PSS/PEI),, an increase
in photoanode activity by approximately
three times is observed, whereas localization

is approximately the same (Fig. 44).

4. CONCLUSION
In this paper, we demonstrated the effect
of photoelectrochemical photocurrent

switching in nanostructured anodized
titanium dioxide. Highly ordered arrays
of titanium nanotubes were obtained by
double anodizing of titanium plates. The
morphology and phase composition of the
Ti/TiO2 composites were characterized,
their photocatalytic

studied. When photoelectrode negatively

and activity  was
polarized, photocurrent direction changes
depending on the wavelength excitation
light: under UV irradiation (A = 365 nm),
the photocurrent is positive, and under
visible blue light (A = 405 nm) it is negative.
Thus,

titanium dioxide

shown that unmodified
the effect of
photocurrent

it was
shows
photoelectrochemical
switching. The possibility of increasing the
photoanodic activity of anodized TiO, by
depositing polyelectrolyte assemblies on
top of was also demonstrated.

No. 1| Vol. 12| 2020 | RENSIT

NANOSYSTEMS

REFERENCES

1. Zghab E, Hamandi M, Dappozze F
Kochkar H, Zina MS, Guillard C and
Berhault G. Influence of graphene and
copper on the photocatalytic response
of TiO, nanotubes. Mater. Sci. Senicond.
Process, 2020, 107:104847.

2. Nebel R, Macounova KM, Tarabkova
H, Kavan L and Krtil P. Selectivity of
Photoelectrochemical ~Water  Splitting
on TiO, Anatase Single Crystals. J. Phys.
Chem. C, 2019, 123(17):10857-10867.

3. Jennings JR, Ghicov A, Peter LM, Schmuki
P and Walker AB. Dye-Sensitized Solar
Cells Based on Oriented TiO, Nanotube
Arrays: Transport, Trapping, and Transfer
of Electrons. | Am. Chem. Soc., 2008,
130(40):13364-13372.

4. Albu SP, Ghicov A, Macak J, Hahn R and
Schmuki P. Self-Organized, Free-Standing
TiO, Nanotube Membrane for Flow-

through  Photocatalytic ~ Applications.
Nano Lett., 2007, 7(5):1286-1289.

5. Sun H, Ullah R, Chong S, Ang HM, Tadé
MO and Wang S. Room-light-induced
indoor air purification using an efficient
Pt/N-TiO, photocatalyst. Appl. Catal. B,
2011, 108:127-133.

6. Lee K, Mazare A, and Schmuki P.
dioxide
Chem. Rev.,

One-dimensional titanium

nanomaterials: nanotubes.

2014, 114(19):9385-9454.

7. Kumar A, Jose R, Fujihara K, Wang
J and Ramakrishna S. Structural and
Optical ~ Properties of  Electrospun
TiO, Nanofibers. Chem. Mater., 2007,
19(26):6536-6542.

8. Fang WQ, Zhou JZ, Liu ], Chen ZG,
Yang C, Sun CH, Qian GR, Zou ], Qiao



NANOSYSTEMS

SZ and Yang HG. Hierarchical Structures
of Single-Crystalline Anatase TiO,
Nanosheets Dominated by {001} Facets.
Chem. -A Eur. |., 2011, 17(5):1423-1427.

9. Zhang ], Zhou P, Liu | and Yu J. New
the difference of
photocatalytic activity among anatase,
rutile and brookite TiO,. Phys. Chen.
Chem. Phys., 2014, 16(38):20382-20386.

10.Choi SK, Kim S, Lim SK and Park H.
Comparison of TiO,
Nanoparticles and Electrospun TiO,
Nanofibers: Effects of Mesoporosity
and Interparticle Charge Transfer. J. Phys.
Chem. C, 2010, 114(39):16475-16480.

11. Ghicov A, Macak JM, Tsuchiya H, Kunze
J, Haeublein V, Frey L, and Schmuki P.
Ion Implantation and Annealing for an
Efficient N-Doping of TiO, Nanotubes.
Nano Lert., 2006, 6(5):1080-1082.

12.Brezhneva N, Nikitina A, Ryzhkov N,
Klestova A, Vinogradov AV and Skorb
EV. Importance of buffering nanolayer

understanding of

Photocatalytic

position in Layer-by-Layer assembly on
titania based hybrid photoactivity. J. So/-
Gel Sci. Technol., 2019, 89(1):92-100.

13.Macyk W, Stochel G and Szacitowski K.
Photosensitization and the photocurrent
switching effect in
titanium dioxide functionalized with Iron

(II) complexes: a comparative study. Chez.
- A Eur. ], 2007, 13(20):5676-5687.

14.Roy S, & Schmuki P.
TiO2  nanotubes:  synthesis  and
applications. Angew. Chem. Int. Ed., 2011,
50(13):2904-2939.

15.Maltanava HM, Poznyak SK, Andreeva
DV, Quevedo MC, Bastos AC, Tedim J,
FerreiraMGCandSkorbEV. Light-induced

nanocrystalline

P, Berger

PHOTOELECTROCHEMICAL PHOTOCURRENT SWITCHING EFFECT 159
IN NANOSTRUCTURED ANODIZED TITANIUM DIOXIDE AND...

proton pumping with a semiconductor:
vision for photoproton lateral separation
and robust manipulation. ACS _Appl.
Mater. Interfaces, 2017, 9(28):24282-24289.

16.Suzurikawa ], Nakao M, Kanzaki R, &
Takahashi H. Microscale pH gradient
generation by electrolysis on a light-
addressable  planar electrode.  Sens.

Actuators B Chem., 2010, 149(1):205-211.

17.Pilarczyk K, Kwolek P, Podborska A,
Gaweda S, Oszajca M, & Szacitowski
K. Unconventional computing realized
with hybrid materials exhibiting the
photoelectrochemical photocurrent
switching (PEPS) effect. In: Advances in
Unconventional Computing. Cham. Springet,
2017, pp. 429-467.

18.Szacitowski K, Macyk W, Hebda M
Stochel G. Redox-controlled
photosensitization of nanocrystalline
titanium dioxide. ChenzPhysChem, 2000,
7(11):2384-2391.

19. Furtado LLFO, Alexiou ADP, Gongalves L,
Toma HE, and Araki K. TiO Based Light-
Driven XOR/INH Logic Gates. Angew.
Chemie - Int. Ed., 2006, 45(19):3143-3146.

20. Gaweda S, Stochel G and Szacitowski K.
Bioinspired nanodevice based on the folic
acid/titanium dioxide system. Chens. - An
Astan |., 2007, 2(25):580-590.

21.Gaweda S, Stochel G and Szacilowski

K. Photosensitization and photocurrent

and

switching in carminic acid/titanium
dioxide hybrid material. J. Phys. Chem. C,
2008, 112(48):19131-19141.

22.Ryzhkov NV, Andreeva DV and Skorb
EV. Coupling pH-Regulated Multilayers
with Inorganic Surfaces for Bionic

RENSIT | 2020 | Vol. 12 | No. 1



160 NIKOLAY V. RYZHKOV, VERONIKA YU. YUROVA, NADEZHDA YU.
BREZHNEVA, SVIATLANA A. ULASEVICH, EKATERINA V. SKORB NANOSYSTEMS

Devices and Infochemistry. Langmmuir,

2019, 35(26):8543-8556.
23.Ryzhkov NV, Brezhneva N and Skorb

EV. Feedback mechanisms at inorganic—
polyelectrolyte interfaces for applied
materials.  Swurface  Innovations, 2019,

7(3-4):145-167.

24.11Y, Qin Z, Guo H, Yang H, Zhang G, Ji
S and Zeng T. Low-temperature synthesis
of anatase TiO, nanoparticles with
tunable surface charges for enhancing
photocatalytic activity. PhS one, 2014,
9(12).

25.Nolan M, Elliott SD, Mulley JS, Bennett
RA, Basham M and Mulheran P. Electronic
structure of point defects in controlled
self-doping of the TiO2(110) surface:
Combined photoemission spectroscopy
and density functional theory study. Phys.
Rev. B - Condens. Matter Mater. Phys., 2000,
77(23):235424.

No. 1| Vol. 12| 2020 | RENSIT



